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TECHNICAL COMMITTEE : Methods of Sampling and Test for Plastics, PCD 27

To,

All concerned

Dear Madam/Sir,

The following document has been prepared by the Methods of Sampling and Test for Plastics Sectional
Committee, PCD 27. Please click here to view the document.

Document Number : PCD 27 (25513) WC
Title of the document : PLASTICS METHODS FOR MARINE EXPOSURE
Document Type : New Indian Standard 

This document has following salient features which may require specific attention for your valuable comments:

1)  This document describes three methods for the exposure of plastics in a marine environment. Method A covers
exposures where specimens float on the surface, method B covers exposures where specimens are partially immersed
method C covers exposures where specimens are completely immersed. Although intended for marine (salt water)
exposure, the methodology can be used with outdoor brackish water and fresh-water exposures as well. Direct
weathering of plastics on land is described in ISO 877-1, ISO 877-2 and ISO 877-3.

Please examine the document and share your comments regarding further improvement in the document.

Last date for sharing the comments is : 01 July 2024

The comments should be shared in the prescribed template through this portal only; and the comments so received
shall be taken up by the Sectional Committee for necessary action. For any other query, please write an email at
pcd@bis.gov.in to the undersigned at Bureau of Indian Standard, Manak Bhawan, 9, Bahadur Shah Zafar Marg, New
Delhi.

In case no comments are received, we would presume your approval of the documents. However, in case we receive
any comments on the document, the same shall be put up to the Sectional Committee for necessary action.

Thanking You,
Yours faithfully,

(MEENAL PASSI)
Head (Petroleum, Coal and Related Products Department)

Email: pcd@bis.gov.in

https://www.services.bis.gov.in/php/BIS_2.0/dgdashboard/draft/darftdetailcomm/322/3/PCD-27


यापक पिरचालन म  मसौदा(दे)

हमारा सदभ : PCD/27/25513 िदनांक : 02-05-2024

तकनीकी सिमित : Methods of Sampling and Test for Plastics Sectional Committee, PCD 27

ातकता : िच रखने वाले सभी िनकाय

महोदय/या,

िननिलिखत मसौदा तैयार िकया गया है :

लेख संया : PCD 27 (25513) WC
शीषक :

कृपया इस/इन मानक(को)/संसोधन(नो) के मसौदे(दो) का अवलोकन कर  और अपनी समितयाँ यह बताते हुए भेज  िक यिद ये
मानक(को) के संशोधन(नो) के प म  कािशत हो तो इन पर अमल करने म  आपके यवसाय अथवा कारोबार म  या
किठनाइयां आ सकती ह  |

समिया ँभेजने की अंितम ितिथ : 01 July 2024

समितयाँ, यिद कोई ह तो, कृपया यहाँ िलक करके ऑनलाइन पोटल के मायम से ऊपर दी गयी अंितम ितिथ तक दज
कराएं |

यह/ये लेख भारतीय मानक यरूो की वेबसाइट www.bis.gov.in पर भी उपलध है/ह  |

धयवाद |
भवदीय/भविदया,

िवभाग मुख का नाम : MEENAL PASSI
(Petroleum, Coal and Related Products Department)

ई-मेल : pcd@bis.gov.in

https://www.bis.gov.in/

