
भारतीय मानक बू्यरो 

(कें द्रीय मुहर विभाग III) 

 

हमारा संदभभ : सी एम डी - III/16 : IS 16720                                                  28 निंबर 2023 

विषय : आईएस 16720 संशोधन संख्या 2 के अनुपालन हेतु गाइडलाइन  

 

इसमें ऊपर उल्लिल्लित विषय का संदर्भ है । 

 

सर्ी शािा कायाभलय से आग्रह है वक  गाइडलाईन का अनुपालन तत्काल प्रर्ाि से सुवनवित करें ।   

 

 

                                                                                                              (ऐ के कअंर) 

   िैज्ञावनक-सी (सी एम् डी–III) 

प्रमुख (सी एम डी- III) 

 

सभी के्षत्रीय /शाखा कायाभलय  

 

 

 

 

BUREAU OF INDIAN STANDARDS 

(Central Marks Department-III) 

 
Our Ref: CMD-III/16 : IS 16720                                                          28 Nov 2023 

 

Subject: Guidelines for implementation of Amendment No. 2 to IS  16720:2018 – 

Pulverized Fuel Ash Cement Bricks 

            

This has reference to the subject mentioned above. 

 

BOs may kindly ensure implementation of the guidelines with immediate effect. 

 

                 (A K Kanar)  

                 Sc-C (CMD-III)  

Head (CMD-III)                                                                                                                                        

Circulated to: All ROs/BOs 

 

 

 

 

 

 

 

 



CENTRAL MARKS DEPARTMENT III 

 

Our Ref: CMD-III/16 : IS 16720                                                          28 Nov 2023 

 

Subject: Guidelines for implementation of Amendment No. 2 to IS  16720:2018 – 

Pulverized Fuel Ash Cement Bricks 

 

 

1. Amendment No. 2 to IS  16720:2018 has been published. The last date for 

implementation of the amendment was 01 Feb 2024. 

 

2. The change brought out in the Standard through the amendment is listed in the Table:  

 

Clause Requirement 

6.7 Provision to use bottom ash as a replacement of sand has been included and 

the criteria of conformity of bottom ash has been provided. 

 

3. Consequent upon the issuance of the amendment, existing Product Manual has been 

revised as Product Manual, Doc: PM/IS 16720/2/Nov 2023. There is no changes in the 

product manual except for incorporating the additional raw material in the list of raw 

materials and SIT.    

 

4. In case a manufacturer intends to use bottom ash as a replacement of sand, he shall 

submit the conformity of the bottom ash through test certificate of supplier/ in-

house/independent test report; as well as in-house FTR of bricks manufactured with the 

bottom ash. During next surveillance visit, sample of bricks manufactured with the 

bottom ash shall be drawn for independent testing.  

 

5. All BOs shall inform the Applicants and Licensees under their jurisdiction about the 

above amendment immediately. 

 

6. The above guidelines come into force with immediate effect. 

 

 

 

                                                                                                                  Ashish K Kanar 

Sc-D/Jt.Dir, CMD-III 

 

Head (CMD III) 

DDG (Certification) 

 

 


