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[Page 3, Table 2, Sl No. (vii), IS No. (5)] — Substitute ‘1206 (Part 2)’ with ‘1206 (Part 1)’ 

 

(Page 1, Clause 2) — Insert the following new reference after IS 1205 in references table. 

IS 1206 (Part 1): 2023 — Methods for Testing Tar and Bituminous Materials - Determination 

of Viscosity by Volumetric Flow Rate Method  
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