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NEW STANDARDS PUBLISHED

S.No IS Number Title Department Aspect Date Of Publication

No Data Found



STANDARDS REVISED

S.N
o IS Number Title Departme

nt Aspect Date Of
Publication

1. IS 3400 : Part
15 : 2022

METHODS OF TEST FOR RUBBER,
VULCANIZED OR THERMOPLASTIC
PART 15 DETERMINATION OF VOLUME
AND/OR SURFACE RESISTIVITY ( First
Revision )

PCD Methods of
tests 12-12-2022

2. IS 14702 : 2022
Solvent Extracted Undecorticated
Sunflower Oilcake as Livestock Feed
Ingredient ï¿½ Specification

FAD Product
Specification 13-12-2022

3. IS 15030 : 2022 TEREPHTHALIC ACID - SPECIFICATION
(First revision) PCD Product

Specification 14-12-2022

4. IS 4410 : Part 6
: 2022

GLOSSARY OF TERMS RELATING TO
RIVER VALLEY PROJECTS PART 6
RESERVOIRS

WRD Code of
Practice 12-12-2022

5. IS 13360 : Part
8 : Sec 9 : 2022

PLASTICS - METHODS OF TESTING
PART 8 PERMANENCECHEMICAL
PROPERTIES SECTION 9
DETERMINATION OF RESISTANCE TO
ENVIRONMENTAL STRESS CRACKING
ESC BENT STRIP METHOD

PCD Methods of
tests 15-12-2022

6. IS/ISO 3183 :
2019

Petroleum and Natural Gas Industries
Steel Pipe for Pipeline Transportation
Systems ( Second Revision )

MTD Product
Specification 15-12-2022

7. IS 12733 : 2022 Polyamide fibre ropes Double braid
Construction TXD Product

Specification 12-12-2022

8. IS/ISO 5432 :
2013

Leather Wet blue sheep skins
Specification CHD Product

Specification 13-12-2022

9. IS 7813 : 2022 RECTANGULAR ALUMINIUM BOX -
SPECIFICATION MED Product

Specification 13-12-2022

10. IS 7881 : Part 2
: 2022

Draft Indian Standard Glossary of Terms
Relating to Builders Hardware Part 2
Latches First revision of IS 7881 Part 2

MED Terminology 13-12-2022

11. IS 16796 : 2022
Tools for pressing â€” Compression
springs with rectangular section â€”
Housing dimensions and colour coding
(First Revision)

PGD Dimensions 15-12-2022

12. IS 10805 : 2022

FOOT-VALVES REFLUX VALVES OR
NON-RETURN VALVES AND BORE
VALVES TO BE USED IN SUCTION
LINES OF AGRICULTURAL PUMPING
SYSTEMS

MED Product
Specification 15-12-2022

13. IS 14803 : Part
1 : 2022 Plain bearings Tolerances Part 1: Fits PGD Methods of

tests 14-12-2022

https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=OTk4OA%3D%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=OTk4OA%3D%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=NjY1Mw%3D%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=NzAzOQ%3D%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MTEwNzM%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MTEwNzM%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=NDk2OA%3D%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=NDk2OA%3D%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MjExNDY%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MjExNDY%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=NDE2OA%3D%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MjEyNjM%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MjEyNjM%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MTQ4NDU%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MTQ5MjQ%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MTQ5MjQ%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MjM2OTQ%3D
https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MTY5OQ%3D%3D
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14. IS 15625 : 2022
Plain bearings Lubrication holes grooves
and pockets Dimensions types
designation and their application to
bearing bushes

PGD Dimensions 15-12-2022

15. IS 8521 : Part 1
: 2022

Eye and Face Protection for
Occupational Use Part 1 General
Requirements (Second Revision)

CHD Product
Specification 12-12-2022

16. IS/IEC 61968 :
Part 3 : 2021

Application integration at electric
utilities System interfaces for
distribution management Part 3:
Interface for network operations

LITD Code of
Practice 13-12-2022

17. IS/ISO 10303 :
Part 1 : 2021

Industrial automation systems and
integration Product data representation
and exchange Part 1: Overview and
fundamental principles

PGD Code of
Practice 13-12-2022

18. IS 15424 : Part
5 : 2022

Tools for pressing â€” Guide pillars: Part
5 Type D, end-locking pillars with flange
(Second Revision)

PGD Product
Specification 15-12-2022

19. IS 7016 : Part 6
: Sec 2 : 2022

METHODS OF TEST FOR RUBBER OR
PLASTICS COATED FABRICS PART 6
DETERMINATION OF BURSTING
STRENGTH SECTION 2 HYDRAULIC
METHOD ( Third Revision )

PCD Methods of
tests 12-12-2022

20. IS 443 : Part 6 :
2022

METHODS OF TEST FOR RUBBER AND
PLASTICS TUBING HOSES AND HOSE
ASSEMBLIES PART 6 RUBBER AND
PLASTICS HOSES AND HOSE
ASSEMBLIES HYDRAULIC PRESSURE
IMPULSE TEST WITHOUT FLEXING
First Revision

PCD Methods of
tests 12-12-2022

21. IS 4757 : Part 6
: 2022

Plain bearings Wrapped bushes Part 6:
Checking the inside diameter PGD Methods of

tests 15-12-2022
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AMENDMENTS PUBLISHED

S.N
o IS Number Title

Amendme
nt

Number
Department Aspect Date Of

Publication

1. IS 3470 : 2017
Hexane, food grade -
Specification (Second
Revision)

2 PCD
Product
Specificati
on

15-12-2022

https://www.services.bis.gov.in/php/BIS_2.0/bisconnect/standard_review/Standard_review/Isdetails?ID=MTAwNjI%3D


STANDARDS WITHDRAWN

S.No IS Number Title Departmen
t Superseded by

1. IS 1448 : Part 25
: 1976

Methods of test for petroleum and its products
[p:25] determination of kinematic and dynamic
viscosity (First Revision)

PCD IS 1448 (P :
25/Sec 1) : 2018

2. IS 1604 : 2022 Aviation gasoline - Specification (fifth revision) PCD IS 1604 : 2022

3. IS 508 : 2022 Grease Graphited - Specification (fifth revision) PCD IS 508 : 2022

4. IS 1154 : 2022
Temporary Corrosion Preventive Fluid, Soft Film,
Solvent Deposited, Water Displacing - Specification
(second revision)

PCD IS 1154 : 2022

5. IS 9136 : 2022 Calcium Complex Grease - Specification (second
revision) PCD IS 9136 : 2022

6. IS 11637 : 2022 Calcium Based EP Grease - Specification (first
revision) PCD IS 11637 : 2022

7. IS 3600 : Part 1 :
2022

Method of testing fusion welded joints and weld
metal in steel Part 1 Destructive tests on welds in
metallic materials ï¿½ Tensile test on cruciform
and lapped joints (third revision of IS 3600 (Part 1)

MTD IS 3600 (Part 1) :
2022

8. IS 3600 : Part 2 :
2022

Method of testing fusion welded joints and weld
metal in steel Part 2 Destructive tests on welds in
metallic materials Impact tests Test specimen
location notch orientation and examination (Third
Revision of IS 3600 (Part 2)

MTD IS 3600 (Part 2) :
2022

9. IS 3600 : Part 9 :
2022

Method of testing fusion welded joints and weld
metal in steel Part 9 Destructive tests on welds in
metallic materials Macroscopic and microscopic
examination of welds (Third Revision of IS 3600
(Part 9)

MTD IS 3600 (Part 9) :
2022

10. IS 10793 : 1983 Classification of imperfections in metallic fusion
welds, with explanations MTD IS 10793 (Part 1)

: 2018
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